[image: E:\Dell-E\Biodiesel papers data\Carthamus tinctoruius\CTB-Paper\XRD-new.jpg]
Supplementary data Fig. 1. XRD confirmation of the TiO2 nano-catalyst
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Supplementary data Fig. 2. H-NMR result of the synthesized biodiesel
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[bookmark: _GoBack]Supplementary data Fig. 3. C-NMR analysis result of synthesized biodiesel
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